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PCC SEALER/HEALERS

Specification Reference: 722.10
Test results indicate that, when any of the following materials are used as

recommended by the manufacturer, they are acceptable as sealer/healers.
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Manufacturer Approval
Product Name Number
3M COMPANY
3M 4R CONCRETE RESTORER--—-—-———==——=———————————— w028175
AKEMI, INCORPORATED

AKABOND 817-—————————————————————————————— W028176

AKEMI, INCORPORATED
AKABOND 818—————————————— oo W028177

AKEMI, INCORPORATED
AKABOND 819-——---===— == === ———mmmmmmmmm = W028178

CHEMCO SYSTEMS
CCS EPOXY SEALER/HEALER------—-—=—-———————————— wW028179

DURAL INTERNATIONAL CORP.
DURAL 335-===== === === W028180

MARK-135- === === =~ == — = e o e W028181
POLYGEM
POLYJECT 1001--—=-=---——===—————— oo W028182

ROADWARE INCORPORATED
SLYCRETE - 10 MINUTE CONCRETE MENDER-----—----—- w028183

ROHM AND HAAS COMPANY
MONOMER 1500—===========—=————————mmmmmmm e W028184

SIKA CORPORATION
PRONTO 19---mmmmmmmmmmmmm e e mm e W028185

SIKA CORPORATION
SIKADUR 55—========= === —mmmmm oo W038175

THE EUCLID CHEMICAL COMPANY
EUCOPOXY LPL——=-—===—===— === ————mm e W028186
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